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Total Quality. Assured.

Test Report Number: SHAH0198369501
Applicant: ZHUHAI GY SPORTS CO.,LTD Date: 10 Jul, 2026

OFFICE 2307, NO.33 JINMENG LANE,
XIANGZHOU, ZHUHAI, GUANGDONG, CHINA
Attn: JIQUN

Sample Description:
One (1) group of submitted sample said to be :
Item Name : lce Hockey Visor.
Item No. . GY-V300.

Tests Conducted:
As requested by the applicant, for details refer to attached page(s).

Conclusion:
Tested samples Standard Result
Submitted samples ANSI/ISEA Z87.1-2025 American National Standard for Fail

Occupational and Educational Personal Eye and Face
Protection Devices

- Clause 5.1.1 — Optical Quality

- Clause 5.1.2 — Luminous Transmittance

- Clause 5.1.3 — Haze — Clear Lenses Only

- Clause 5.1.4 — Refractive Power, Astigmatism,
Resolving Power, Prism and Prism Imbalance for Plano
Protectors
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To be continued

Authorized By:
Intertek Testing Services Ltd. Zhejiang, Wenzhou Branch

(

Bobo Yao
Assistant General Manager
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Tests Conducted

Requirements for Eye and Face Protection Devices (Partial test upon request)

Test standard: ANSI/ISEA Z87.1-2025 American National Standard for Occupational and Educational Personal Eye
and Face Protection Devices

Number of samples tested: Two (2) pairs.

Clause Requirement Assessment
5.1.1 Optical Quality P
5.1.2 Luminous Transmittance P
5.1.3 Haze — Clear Lenses Only P
5.14 Refractive Power, Astigmatism, Resolving Power, Prism and F¥1%2
Prism Imbalance for Plano Protectors
Abbreviation: P = Pass; NA= Not Applicable; F = Fail.

Details of failure:
*1 = The Refractive Power exceed the limit of 0.06D.
*2 = The prism and prism imbalance in Horizontal direction exceeded the limit of 0.50cm/m.

Test data:
5.1.1 Optical Quality
Result Assessment
It was found that no striae, bubbles, waves and other visible defects which would Pass
impair the wearer’s vision.
5.1.2 Luminous Transmission
Range Left ocular (%) Right ocular (%) Requirement (%)
380 - 780nm (Tv) 92.99 93.66 >85
5.1.3 Haze
i . Left ocular Right ocular Requirement
Wide angle scattering (%)
1.5 1.3 <3
5.1.4 Refractive power, astigmatism, resolving power, prism and prism imbalance
Refractive Power
Specimen Refractive power (D)
P Left ocular Right ocular
01 -0.07* -0.08*
Tolerance +0.06
Remark: * = Failed item.
To be continued
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Tests Conducted
Astigmatism
. Astigmatic power (D)
Specimen Left ocular Right ocular
01 0.00
Tolerance <0.06
Resolving Power
Specimen Resolving power
P Left ocular Right ocular
01 Pattern 20 Pattern 20
Tolerance Pattern 20
Prism and Prism Imbalance
. . Prism Imbalance (A)
Specimen Prism (A) Vertical Horizontal; Base out
01 0.36 0.03 0.61*
Tolerance <0.50 <0.25 <0.50

Remark: * = Failed item.

Abbreviation:
> = More than or equal to
< = Less than or equal to

Date sample received: Jul.2, 2026

Testing period: Jul.2, 2026 To Jul.10, 2026
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Tests Conducted

End of report

This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular
course of action. Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability
to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you. Intertek makes no warranties or
representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the Review on a
diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise,
except in the event of our gross negligence or wilful misconduct.

This report shall not be reproduced except in full, without written approval of the laboratory.
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